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SECTION B INTRODUCTION

1.1

1.2

121

1.3

1.4

1.5.

151

Check the Quality Monitoring (QM)1 ab number t o ma Kmetexived)eusingt 6s curr en
SiteManager or LIMS Flyover.

Note 18 A QM lab number is an MTD lab number for certifying a certain material grade from a
certain supplier for a specific period (one calendar month before 2022 and three calendar months
since 2022). The lab number format is CXX37YYYY, where XX is the current calendar year and
YYYY is the numerical number of the sample. The QM lab number SiteManager ID (SM ID)
follows the following format QM301CXX37YYYY. Example: MTD lab number C20375555, SM ID
will be QM301C20375555.

Take samples once per day or lot (Section 3.1). Select proper sample containers (Section 4.1)
and label the containers with proper information. At least one sample, per grade per supplier per

project, is sent to MTD while additional daily storage samples are stored.

The Department should always maintain the custody of the samples.

Log the samples, sent to MTD, in SiteManager and be sure to include all required information.

Barcode and ship the samples to MTD.

Associate stored samples to the project and send in stored samples when needed.

Contact MTD Asphalt Binder Section for any questions regarding this guide or binder testing in
general:

1 Section Director: Pravat Karki, Ph.D., P.E (Pravat.Karki@txdot.gov, 512-506-5242)

1 Engineer: Zahra Sotoodeh Nia, Ph.D., P.E. (Zahra.Sotoodehnia@txdot.gov, 512-506-5803)

1 Engineer: Gamal Mabrouk, PhD, P.E. (Gamal.Mabrouk@txdot.gov, 512-605-9905)

1 Engineering Assistant, Eloy Lopez Minjares (Eloy.LopezMinjares@txdot.gov, 512-506-5945)
1 Engineering Assistant, Laura Plotkin (Laura.Plotkin@txdot.gov, 512-865-1722)

1 Recordkeeper, Jasmine Ryan (Jasmine.Ryan@txdot.gov, 512-302-2065)

Alternatively, you may also email the distribution group, MTD-Asphalt-Engineering@txdot.gov

with any relevant questions.
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SECTION @ CHECKING THE QM LAB NUMBER

2.1.

2.2.

2.2.1.

2.2.2.

2.2.3.

2.2.4.

2.3.

Verify the lab number, assigned by MTD on the ticket (or bill of lading i.e., BOL) from the
transport, is current by comparing the lab number on the ticket with the lab number listed in
SiteManager (Section 2.4) or LIMS Flyover (Section 2.5) or Asphalt Supplier Certifications
dashboard (Section 2.6) or by contacting MTD Asphalt Binder Section personnel (Section 1.5).

If the lab number from MTD is not current (has expired), an advanced lab number has not been
issued, or if the lab number does not match (e.g., producer or grade does not match the shipping
ticket), reject the load.

On rare occasions, MTD may issue an fAiAdvanceo | ab n
giveninadvance of MTDO6s complete testing. I n this case
may not yet be in SiteManager but will be in LIMS Flyover.

Once the lab number has been found in LIMS Flyover, double click on it.

On the screen showingt he sampl e detail s, l ook for the AAdvanc
indicates that this is an advanced lab number.

] Sample & Tests Data = =B =
File
(1.
~
Sample No:  C13372128 Other 1D: SPG 73-19
Sitemanager Sample? []
SMID:  QM301C19372128 | Sample Status
SM test no: 001 Not Completed
Mat Grade: Sp. PG [w]
Date Sampled: 05/14/19 by:
Date Received: 05/21/19 Status
Date Completed: 00/00/00 ) NotReceived ) In Progress
Advance Lab# : Qty rep.: ©' On Hold
logged by: CIGLEHA ETmEE o =
Dimentos o ot 1

If necessary, contact MTD regarding the status and estimated completion time for the sample.

Record the lab number, producer, grade, and effective dates for future quick reference.

Note 28 The lab numbers are usually valid for a specific period (one calendar month before 2022
and three calendar months since 2022), so it will likely be used repeatedly on a given project.
Having a list on hand of previously verified numbers makes it easy to verify more loads when they
arrive with the same number.
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2.4, Verifying the lab number using SiteManager.

241. LogintoSiteManager and double click on AMaterials Manse

’u SiteManager Panel [ = |
Main Panel Contract Administration[+] ]
% |
S | R \EB W
Change b aterialz Accessonies+]  Manualg(+]
Orders[+] Management(+]
u SiteManager Panel | = |
Iain Panel T Materials M H+) T Sampling and Testing(+]
A I s -
g 2 g B B8 =
I aterial Cartract Approved Approved Lists Sampling ahd  Process List
Infarmation(+] b aterials(+] Lizts(+] Repoits[+] Testing
Feportz(+]
N HiteM anager
242. Double click on AAssistant. o
m System Attachments
Name Type Description Autorun
Diouble Click )
ssiztant Plug  |Double Click to view ]
5L |Plug  [Material Sourcing Letter [CI5 36] [
[Central S&T Pop |Plug  [Materials Sampling & Testing role required. ]
ixiteR eport ALL |Plug  [Double Click to view - Al environments ]
[DaFt Sumenary |Plug |Double Click to View [

2.4.3. Select the following information:
1T the type of asphalt wused on t heumdeorj efcMa t(eErxiaarp!| e:

Category, 0
T the grade of as p-B0SBITIRO()E xuanndpelre :A MaAGr i al Name, 0 an
1 thenameofthepr oducer (Exampl e: OBWRDWIMNWOODSPHAXLT wunder

iProducer Name. 0o
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-

<
Assistant Sample Search @
k
] Sample Search
il SampleType 2| Sample ID
i || | quaLtry Monmor [ aspH cevent || aczo-sm || WRIGHT ASPHALT -BROV. ~ || Show Al |
I~ Show Latest 2| Material Code Producer Code
i | show al || show ai |
? Sample ID Producer Name Material Name Effective Expiration
QM301C19371307 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2019-05-01 2019-05-31
QM301C19370863 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2015-04-01 2015-04-30
QM301C19370518 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2015-03-01 2019-03-31
ﬂl QM301C19370122 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2019-02-01 2019-02-28
QM301C18375225 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2019-01-01 2019-01-31
- L QM301C18374715 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-12-01 2018-12-31
QM301C13374287 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-11-01 2018-11-30
QM301C13373388 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-10-01 2018-10-31
QM301C13373567 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-09-01 2018-09-30
QM301C18372934 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-08-01 2018-08-31
QM301C18372237 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-07-01 2018-07-31
QM301C18371630 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR 2018-06-01 2018-06-30
OM301C18371253 WRIGHT ASPHALT -BROWNWOOD, TX AC-20-5TR. 2018-05-01 2018-05-31
2.4.4. |If you have trouble finding the lab number through this method, or you do not know some of the
information, type in the SiteManager | D under fASample I D.0 The SiteMar
followed by the lab number from the shipping ticket. (Example: QM301C19370863)
Assistant Sample Search . - &F
t
] Sample Search
i Sample Type 2| Material Category 2| Material Name Producer Name
J|| | Quarmymontror || show Al || show al || show al ~|| om3oicissmosss -
I I~ ShowLatest 2| Material Code Producer Code
B | show all || show al |
E Sample ID Producer Name Material Name Effective Expiration
OM301C 19370863 WRIGHT ASPHALT -BROWNWOOD, TX
I
2.4.5. Find the SiteManager ID that matches the lab number from the shipping ticket (the SiteManager
I D will start with AQM3010 foll owed by the | ab numb
shipment is within the valid dates for the SiteManager ID. (Example: QM301C19370863 with valid
dates from April 1, 2019, to April 30, 2019; QM301C23370837 with valid dates from April 1, 2023
to June 30, 2023, etc.)
2.5. Verifying the QM lab number using LIMS Flyover.
2.5.1. Use Citrix or SiteManager Terminal Server to access:
f Log in to Ter minal Server and select fAAdditional
cl i ck Fljioker M&t abase, 0 or
f Log in to MyCitrix (mycitrix.txdot.gov) and selec

c | i ¢ k FIgioker. MS
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2.5.2.

2.6.

26.1

2.6.2

2.6.3:

2.6.4:

2.6.5:

e @ nttps//mycitrivsf.xdot.gov/Citris O ~ @ & || @ Citrix Receiver

|
i | Applications = || DMS ~ |, Pracedures ~ |, Sharepoint = ). Specifications =}, TDOT ~ | fAfeather~~__

o+
i wxss oopartment o Tranapartation

Al Categories

SiteManager SiteManager

All Apps
R ?
etails etails etails
/\\\ Detai Detai ﬂ) Detai
Crossroads LIMS - Flyover LIMS3
| —
Inthe FlyoverAppl i cati on, select fALab Number o

number. (Nor iQMBO®lappbi cat i o.rMake pureshat the lpper i C 0O

right drop-down menu is set to State-wide not your District.

i | L ion b System (LIMS ] -[ax]
Help  Exit
Period Selected
By Received Date Received in the Past |30 Days From | 3/2/2019 | To |5/31/2019
By Sampled Date
Sort On Column Filter Column
[Date_Received v ) Ascending Lab_Number - |C19370863 v | undter |

® Descending

Lab ived d| District

piEsphalt | C19370883  03/08119 03712119 031819

Material

Producer Sample Status SiteManager ID
AC-20-5TR Wright Asphalt Products Chleets Specifications QM301C 19370862

Verifying the QM lab number using the Asphalt Supplier Certification dashboard.

Access the Asphalt Supplier Certification dashboard using the link:
https://www.txdot.gov/business/resources/materials/asphalt-supplier-certifications.html.

Filter by the Year of Approval Date to select ALL years (starting from 2012), the current
calendar year or multiple calendar years.
Filter by the Producer to select ALL suppliers, a specific supplier, or multiple suppliers.

Filter by Material Grade to select ALL material grades, a specific material grade, or
multiple material grades.

Filter by Seal Number (which is another name for QM lab number in SiteManager).
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2.6.6: Once appropriate filters are applied, you can view the Seal Number(s) for the selected
Material Grade(s) and selected Producer(s) with various approval periods within selected
calendar Year(s).

Year of Approval Date
2019

Producer

Wright Brownwood

Material Grade
AC-20-5TR

Seal Number
C19370863
[v] C19370863

Available Filers

Seal Number Producer Material Grade Approval Effective Date Approval Expiration Date
C18370863 Wright Brownwo:

AC-20-5TR 04/01/2019 04/30/2019

Example View
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SECTION 3 SAMPLINGFREQUENCIES

3.1. Collect, or witness the collection of, one sample per day or per lot from the project, in accordance
with Tex-500-C. Some specification may not require daily sampling. Please review the
corresponding specification, FAQ section of this document, DBB Guide Schedule, and/or reach

out to MTD Asphalt Lab. Additional instructions for sampling and labelling are in the next section.

3.2. Submit at least one sample of each grade and source, per project to MTD for testing, in
accordance with the DBB Guide Schedule. Instructions for creating the sample in SiteManager

and preparing it for shipping are in Section 5.
3.3. Log and label the rest of the samples for storage. Instructions for this process are in Section 6.

Note 38 Samples should be collected after the first load is shot through the distributor to obtain a
representative sample.
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SECTION 46 SAMPLING PROCESS

4.1. Use a new, clean unlined 1-quart can for hot applied asphalt and cutbacks, or a wide mouth
plastic jar for emulsions. The Department will furnish all sampling containers, unless otherwise
specified in the Contract.

7 s

1§ e 7 o \
& 4t AR T LA D AR N
Left: Screw top metal can (preferred for cutbacks)
Right: Friction lid metal can (preferred for AC and PG)
Center: Wide mouth plastic jar (preferred for emulsions)

4.1.1 In case of asphalt-rubber (A-R) binders, a sample consists of two 1-quart cans, i.e., two 1-quart
cans of A-R binder should be sent to MTD for testing and two 1-quart cans of A-R binder need to
be stored, for each storage sample, in the District. This is to ensure Asphalt Lab has enough
material to run all required tests on these A-R binders.

4.2. Collect samples at the frequency in accordance with the Specification and as outlined in Tex-500-
C with witness by the Engineer.

4.3. Mark the samples with the producer, producer facility location, grade, District, date sampled, and
project information including highway and CSJ.
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LI - 2
AN N
1) LA EARRARAR

Far Left: Properly labeled.

Center: Improperly labeled. Many asphalt companies have multiple
facilities, so in this case fiMart:.i
Far Right: Improperly labeled; not legible.

Front: Can lids can be easily mixed up. Please label the sides of the can,
not the lid.

4.4, Allow sample to cool before placing lid on the sample. After cooling, seal the container with the

lid.
4.5. If sample is to be sent in to MTD for testing, proceed to Section 5.
4.6. If sample is not being sent to MTD, proceed to Section 6.
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SECTION ® LOGGING AND LABELING SAMPLES BBMISSION TO MTD

5.1. Log in to S
and finally
1T ABasic
T AAddt |
T AContr a
1 Mthero
T nTestso

iteManager anMamda
fi S a, wipch feas fivendifferenntabs:
Sampl e Dataodo tab,
Sampl e Dataodo tab,
cto tab

tab, and

tab

guebrheen tc,I & ctkh eom MSveanmelrii md

ion. 0

ﬂ SiteManager Panel

Main Panel

Change
Orders(+)

Contract Administration(+]

i)

Materials Accessones(+]  Manuals(+)

td anagement[+)

u SiteManager Panel

=)

Main Panel

Mate

i

Matenals Managems

rial | nfiarmation(+)

g =
)
12

#iteM anager

Contract
I aterialz(+]

=) =)

Approved

Approved Lists  Bampling and | Sampling and
Lists(+] Reports(+) Testing(+] Tezting
Reports(+)

Process List

u SiteManager Panel

'I

=)

f._.—-—..\M air Panel

I

t aterialz M anagement[+]

Sample
Infarmation

Sampling and Testing(+]

1

H Maintain Sample Information

2

3 4

- Basic Sample Data

Addt Sample Data

Contract Other

Tests

Smpl ID: [4651019GPETERS*002

Status: | Fending Delivery

Revised By: |

Revising:

Link To: |

Link From:

[~]
Sample Date: 05/30/19
Log Date: 00/00/00

Smpl Type: |PROJECT TEST

[=]

Acpt Meth: | Spaces

[ -]

Material: [13004C205T

[AC-206TR

Samoler: [GPETERS

|Gerald Peterson_Jr. fil
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5.2. Enterthef ol | owi ng required inf or Basit fampleDated t@almi ni mum,
Smpl ID: this should be automatically populated,

sample type: shouldbei Pr oj ect Test 6 for project sampl es,
material code,

sampler,

P/S: producer or supplier,

BOL numberint he f#fil nt danddseo fi el d,

=A =4 =4 =4 =4 -4 =4

sample date.

Maintai Infermation
“Basic Sample Data Addtl Sample Data Contract | Other Testz

Smpl 1D: [4651019GPETERS 002 Status: |Pending Delivery =l

Revizing: | Sample Date: (05/30/19
Link To: | Link From: | Log Date: |00/00/00

Smpl Type: |PROJECT TEST Jia| Acpt Meth: [Spaces k3|
Material: [03004C205T [&C-20-5TR
Sampler: [GPETERS |Gerald Peterson, Jr. i)
P/S: [WRIGHT ASPHALT -BROWMNWOOD, T |MO0ACO0D093382
Type: PLENT City: Mo Addrezs Found,

Prod Hm: [ DWR Sample
Mnfch: | [

Revized By:

Town: | Geog Area: |Spaces |
Intd Use: [EOL Murber

Then save the sample and proceed t o Addti ®ample Datad t a b .

5.3. Enter the QM sample number (the nine-characterlongi Co6 number fr ommusthe asphalt
start with letterd C0 f o | kightnentericlvalues without any spaces in the front or in the
middle, e.g., C19370863) i nt o t he A S eQMlisamila mimkeertiat dbes mot falow
this format will trigger related deficiency. Ent er t he |l ocation of sampling ir
field (Transport Sampling Port, Storage Tank Sampling Port, Distributor Sampling Port, Plant
Load Rack, etc.).

Maintain Sample Information

“ Basic Sample Data Contract ¥ Other ¥ Tests

Smpl ID: |4651019GPETERS002 Buy American: |_ [Spaces JEa|
Reqst By: | Witnezzed By:
Smpl Size: | | Spaces |
Dist from Grade: | | Spaces |
Station: Offzet: Reference:
Smpld From: f@torage Tank [Eampling Poft )
o e
Smpl Drigin: |
——
Control Type:|Spaces | Cotd Number:| Seal Numbe[C13370363 )
Deszign Type: |Not Nated | Mix ID:
Plant ID: | | Plant Type: Spaces
11
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Examples of right format:
1 C19370863

Examples of wrong entry

T Noentry

1 19370863

1 C1937_863
1 C1937_
1 C__ 0863

Then save the ddbraracédOnd agpo. t o t he i

5.4. Click on the ANewo icon in the butt©ontratiar and t hen
information. Select OK.

:! AASHTO SiteManager - (20190313) CST-751610-L q

File Edit Services \Window Help
BEHOrEEI D gl | RrE S

Ly
u Maintain 5ample Information

Basic SampleData  Addtl Sample Data | Contract

Sample [4551019GPETERS-002

Contract 1D Froject Line Proposal Item
Item Line Number

[73] Select Contract/Material Information =)

Please tab out of the field to retrieve the Line Item select list
| Contract Id: [054101023 2M3 DISTRICT WIDE SEALCOAT

Project Mumber Line Item Humber Proposal Line Number Item Code Line Item Desc Supplemental Description 1
0 g 0145 031

0K I Cancel
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5.5. TheContract information should now be shown in the 0
(R ARSHTO SiteManager - (20190313) C1-751610-L ol —
File Edit Services Window Help

BNrFRE DEE g DE E S

m Maintain Sample Information
Basic Sample D ata T Addd Sample Data Contract Other ¥ Tests

Sample [4651019GPETER 002

Contract 1D Project Line _Ploposal Item Code Fed State Cont Est Represented Material Reported Sat
Item Line Number Matrl Oty aty Unit Matrl Qty M

054101029 054101029 0 5 [115] 1.468.151.000 (]}l 0o

Save and proceed to the fiOtherd0 t ab i f the sampl e i s Adlielsutsedd ,t addbt her
and skip Section 5.6.

5.6. If the sample is diluted, s el ect ADI LUTEDO from the Type dropdown

w Maintain Sample Information

Basic Sample Data Addi Sample Data Contract 1 : Tests

Sample [4651019GPETERS*002

Type 1D Description

DILUTED -
CCEPTABLE ALTERMATIVE MATERIAL — »

DESIGMN

Destination Lab

GEMCY PURCHASE ORDER

Save and proledgsedttad.t he A

5.7. Enter the following information:
T ATXTRASPHO as t KkdenotaddsfitT XnTeRrAhSood ,f or project sampl e i

1T A468100010 as the Lab | D,

T any short descriptor or a number in the ATest Nbr
1 thesampledat e in the fiStartedo field.
Then save.
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m AASHTO SiteManager - (20211022) L-G4D2M13
File Edit Services Window Help

DHFE? D s g@p 2
L
W Maintain Sample Information
Baszic Sample Data Add Sample Data Contract i Other Tests

Sample |4651019GPETERS*002

Test Method Test Number  Stamp Omit
o — | [ |

roject Test of Asphaltic Materials

[MTD - ASPHALT LABORATORY

Stamp Code: Reviewer:
| Spaces 1]
Estil d Completion: Actual Completion:
j00/00/00 j00/00/00 Omit|
| Test Field Description Test Field ¥Yalue

Note 46 The information entered in steps 5.2-5.7 should not be changed after the material is
shipped to MTD. Asphalt LIMS will capture SM fields when the sample is entered into LIMS and
will not automatically update afterward.

Note56 The date in the AStartedod field cannot precede
D a t tabo Furthermore, the sample date should match the date on the BOL which will allow for

picking the supplier for the material grade based on available QM lab number. If the date the

sample was taken is different from the BOL date, please mention the date sample was pulled in

the Remarks section for your reference. SiteManager only allow one date currently.

58. Generate and print out ForYniiL2a0b2 Rogyd @retl detc t F oirgm AS®2 o i
the menu. Print a hard copy of the Form 202.

W AASHTO SiteManager - (20211022) L-G4D2M13

File Edit Pyindow Help
[l H ! Remarks Ctrl+Alt+R
W Maint: Attachments
e Process Status " ¢ Dther T
e Authorize > —
Unauthorize Ctrl+Shift+U efican: I: [Spaces
Revise Ctrl+Shift+l |
L
; l.h Report 2 qm =
Dist fr Testers Ctrl+Shift+T SiteManager Lab Report |
——
Enter/View Excel Test Data Ctrl+Shift+V set:
Sr Related Sample Tests Ctrl+Shift+D
51 Copy Sample
Cor Disposition Remarks Ctrl+Shift+0  ftrl Number:
De printLabel Crb+ Alt-B LI
~  Automate Sample ID
Rename Test Number Ctrl+R
1
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5.9.

5.10.

5.11.

Note 60 If a grade dump was utilized for a PG sample, the Form 202 must clearly identify the

grade dump/substitution. For example, if PG64-22 was used in lieu of PG70-22, the sample must

be logged as PG 64-22 and a comment in the REMARKS/COMEMNTS/SPECIAL

INSTRUCTIONS section of the Form 202 should be added as shown below. MTD Asphalt Lab

will test this binder as PG 64-22 but also verify whether it will also meet substitution binder

specifications (i.,e., 1. 0 O G* / ®rignal)i 20 Psad2 . 2 kPa O GRIF®) n U (DSI
05.0 kPa as described in Item 300 Table 17).

AT A T A AN AN N A G ammw i A SR P S R A G B

' REMARKS / COMMENTS / SPECIAL INSTRUCTIONS !
1Please test supplied can of PG 64-22
Jitem 300 conformance

iThis project utilized binder substitution for PG 70-2
/

Print out 4 barcode labels for each sample. Affix 2 of them to the sample containers and 1 to the
printed Form 202. Instructions for generating and printing the barcodes are in Section 7.

Place the samples in the shipping box along with a copy of the Form 202. Attach the remaining 1
barcode label for each sample to the outside of the box.

Note 78 Do not include any other materials (e.g., aggregates, HMA, etc.) in the same box used
for shipping asphalt samples.

Note 88 Use crumpled newspaper as packing material in the box. Avoid packing materials such
as packing peanuts, shredded paper, etc.

If the district chooses to document the shipping tracking number in SiteManager, obtain the

FedEx, or other shipping trackingnumber,and add it t o tDoeotdeltathad Useodo fi e
BOL number. IftheDi st ri ct IndBses ftihel di for other pandject rel at
there is not enough space to add the tracking number, the tracking number can be typed in the

Remar ks fAbubbl eo.

Intd Use: [RDAD WIDENING / BOL 73543 / FEDEX 7748 5836 9396

Repr Qty: | 000 |GALLON Lab Ci
Auth By: EMARTING Auth Date: [10/13/21
Lock Type: | Locked By: | Lock Date:
15
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5.12.

5.13.

5.14.

NOTE96 I nf ormati on | i st e dstriansfertechte LIMSIandtbecomés parbof the e | d
test report generated by MTD and shared with the Districts and Suppliers as appropriate.
Including the BOL number in this field is required for all project samples.

Ship the sample, within three days of collection, to the following address:

Texas Department of Transportation
MTD Asphalt, Laboratory Bldg.
6230 E. Stassney Ln

Austin, TX 78744

Under shi ppi ng iDeligety enirenteitocthe StassneyoCarepusiis off of Burleson. 0

MTD will email test reports to the District, (contractors if requested by the District) and the asphalt
supplier. The District should forward all test reports to the Contractor and material suppliers.
Failing test reports should be shared with the Contractor and material suppliers immediately after
becoming aware of the report.

A justification is required for acceptance of failing project samples and should be documented in

SiteManager within 30 days of the binder being used on the project in accordance with the

Material Inspection Guide (https:/ftp.txdot.gov/pub/txdot/mtd/mig.pdf ). The justification can be

added by accessing the Remar ks buSedidnd.2)ilfmorehe fABasi c
time is needed to authorize the sample, the District should add the justification for the additional

time and an anticipated timeframe for authorizing the sampleinthe Remar ks bubbl e of the
Sampl e Dataodo tab.

File Edit Services Window Help
i HE . JREN E?'E?@[? ? =D

m Maintain Sample Information
" Basic Sample Data ~ Addl Sample Data - Contiact .- Other v —
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https://ftp.txdot.gov/pub/txdot/mtd/mig.pdf

Maintain Sample Information
~ Basic Sample Data ~ AddtSample Data Contract -' Other

Remarks [General Remarks) -
Smpl ID: [46] [a4d Justification

Revised By: | |

Link To: |

Smpl Type: |~

Material: |

Sampler: F

Prs: | I

Type: |

Prod Nm: | T DWR ¢
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SECTION & LOGGING SAMPLES FOR STORAGE

6.1.

6.2.

6.3.

6.4.

6.5.

Transport the samples to the designated storage area in the District laboratory, area office, or
other Department location approved by the District laboratory.

In SiteManager, associate the sample with the QM sample and project and document the number
of transports received for each day. Follow the instructions in Section 8 to associate the sample.
In case of A-R binder:

9 associate the sample to the base binder used to produce the A-R binder; and

9 inthe Remarks section, indicate this is an A-R binder.

Write the new SiteManager ID on the side of the sample.

Optional: Print out 2 barcodes of the new SiteManager ID, provided by the Assistant, for the
sample. To do this, follow the instructions in Section 7.

Store the samples in a designated area as discussed in Section 6.1 for one year of hot-applied
binders or for 2 months for emulsified asphalts. Organize the samples by sample date and
project.

Note 106 MTD may request these samples for additional testing later (Section 9).

Note 116 Disposal and recycling options of asphalt samples:

Asphalt binder: solid at room temperatureBased on industry and academic studies, asphaltic

highway pavements do not leach hazardous materials into tlevironment at levels that would be of
environmental concern therefore, solid samples of asphalt binder may be disposed as nbiazardous
municipal solid waste. Disposal of the samples in relatively small quantities at a time, along with other
dumpster wage from the facility, would be appropriateAlternately, if MTD or the District deems the
material suitable, any opportunities for reuse of the samples as recycled asphalt should be
considered

Emulsions: liquid While asphalt emulsions are generally awsidered a northazardous waste, many
landfills are prohibited from receiving liquid wastes in any significant quantjtsherefore, these wastes
will need to be accumulated and disposed separatelirhe liquid waste should be characterized based
on the Safety Data Sheet information or testing and disposed appropriatel. waste recyclingor
disposal company (such as Safeti{leen or similar provider) should be able to collect the material
under a recycling programContact EN\Divisionfor assistance with wase characterization and
disposal options, as needed.

Emulsions: solid f t he ma téPisposal bs ndrbaracdkue municipal waste is appropriate for
small quantities of solidified asphalt materialsSe e O Asphalt binderdé above for

Cutbacks.Contact MTDOCCfor disposal of cutbacks.
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SECTION B LABELING THE CONTAINERS WITH BARCODES

7.1.

7.2.

7.3.

OpentheP-t ouch software and select fiNew Layout.
0 P-touch Editor - [Layout1]
New
New
[Jconnect Database Printer:
>
a"”
A ﬁ \/
New Layout Cable Labeling Wizard Address
4 e
y v
Ny /’” >
N
"
Album Asset management
A -
Select the ABarcodeod Option.
RA-N-O-B&L S "Nl (3 (¥ Buytabels MinsetNew |
|0|IIIIII]III|III|1III|III|IIIIIII|2III|I|I|I|I[III|3III|III|III|III|4III[III|III|IIIT‘ A }E
Text Arrang;
o
Bar Code Decor;
Fral
- A=
Table Ima
Copy and pastetheSi t eManager I D into the fADatad box
selected. (I f ACodel280 is not selected, cl

Note 120 It is possible to change the size of the barcode label by dragging the corners of the box
i 381 inntelcretighar vy ,

where itdés shown. I f any

and 4 in. to 4-1/2 in. long.
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7.4. Print 4 copies of the barcode labels.
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